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NASA GRC TECHNOLOGY DEVELOPMENT PROJECT
FOR A STIRLING RADIOISOTOPE POWER SYSTEM

Lanny G. Thieme and Jeffrey G. Schreiber
National Aeronautics and Space Administration
Glenn Research Center

Cleveland, Ohio

Abstract
STC has designed, fabricated, and completed first

NASA Glenn Research Center (GRC), the Departmentesting of the 55-We Technology Demonstration
of Energy (DOE), and Stirling Technology Company Convertor (TDC) under contract to D&% The TDC
(STC) are developing a Stirling convertor for anhas been baselined by DOE for use in the upcoming
advanced radioisotope power system to providemissions. Two TDCs are now being tested by STC in a
spacecraft on-board electric power for NASA deepdynamically-balanced opposed arrangement, as shown
space missions. NASA GRC is conducting an in-housén figure 1. Both design convertor power and efficiency
project to provide convertor, component, and materialhave been demonstrated. Long life has also been
testing and evaluation in support of the overall poweldemonstrated on a similar STC 10-We radioisotope
system development. A first characterization of theterrestrial convertor, RG-10, that has been on life test at
DOE/STC 55-We Stirling Technology Demonstration STC for over 54,000 hours (6.1 years) with no
Convertor (TDC) under the expected launch randontonvertor maintenance and no degradation in
vibration environment was recently completed in theperformance. NASA GRC is providing technical
NASA GRC Structural Dynamics Laboratory. Two consulting for this effort under an Interagency
TDCs also completed an initial EMI characterization atAgreement with DOE.
NASA GRC while being tested in a synchronized,
opposed configuration. Materials testing is underway
to support a life assessment of the heater head, and
magnet characterization and aging tests have been
initiated. Test facilities are now being established for an
independent convertor performance verification and
technology development. A preliminary FMEA, initial
FEA for the linear alternator, ionizing radiation
survivability assessment, and radiator parametric study
have also been completed. This paper will discuss the
status, plans, and results to date for these efforts.

Figure 1. Two opposed 55-We TDC convertors

Introduction on test (courtesy of STC).

NASA Glenn Research Center (GRC) (formerly NASA As part of the overall Stirling radioisotope convertor
Lewis Research Center), the Department of Energgevelopment, NASA GRC is addressing key
(DOE), and the Stirling Technology Company (STC) oftechnology issues through the use of two NASA Phase
Kennewick, WA are developing a Stirling convertor for I Small Business Innovation Research (SBIR)
an advanced radioisotope power system to provideontracts with ST&". Under the first SBIR, STC
spacecraft on-board electric power for NASA deepdemonstrated a synchronous connection of two
space missions. Stirling is being evaluated as athermodynamically independent Stirling convertors and
alternative to replace Radioisotope Thermoelectric 40 to 50 fold reduction in vibrations compared to an
Generators (RTGs) with a high-efficiency power sourceunbalanced convertor. This connection method is now
and has recently been identified for potential use on thbeing used to connect the DOE/STC TDC convertors.
Europa Orbiter and Solar Probe missions now The second SBIR contract is for the development of an
scheduled for launch in the 2006-2007 timeframe. Thédaptive Vibration Reduction System that further
efficiency of the Stirling system, about 20-25% for thisreduces vibrations under normal operating conditions
application, will reduce the necessary isotope inventornd will also add the ability to adapt to any changing
by a factor of 3 or more compared to RTGs. convertor conditions over the course of a mission.
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NASA GRC is also conducting an in-house project toSpecifications used during the initial design and
provide convertor, component, and materials testinglevelopment of the TDC had no requirement for
and evaluation in support of the overall Stirling surviving the random vibration of the launch
radioisotope power system development. The projeatnvironment.
tasks build on NASA GRC expertise developed as part
of previous Stirling research completed by NASA GRCPersonnel representing DOE, GRC, the Jet Propulsion
over the last 25 years. Tasks include convertotaboratory (JPL), and STC worked jointly to develop a
performance  verification, controls  technology test plan to evaluate the effect that vibration would have
development, heater head structural ldssessment, on the operation and performance of the TDC. The
materials and joining evaluations, linealternator vibration levels for the test are shown in figure 2. The
finite element analyses (FEA), permanent magnestandard workmanship test (NASA-STD-7001) was
characterization and thermal aging tests, demonstratiomodified to move the knee of the vibration curve below
of convertor operation under launch and orbit transfethe 80 Hz operating frequency of the TDC. Since little
random vibration environments, electro-magneticwas known about the ability of the TDC to withstand
interference (EMI) characterization of the convertor,vibration, it was decided that the test would proceed
ionizing radiation survivability assessment, radiatorincrementally from low vibration levels to higher
parametric study, and failure modes and effects analysisvels. It was also decided that the TDC would be
(FMEA). This paper will discuss the status and resultsested with random vibrations imposed in the axial and
to date for this in-house project. lateral directions, and that it would be first tested at
workmanship level in each direction before advancing
NASA GRC has been investigating Stirling to the flight and qualification level tests. Duration of
radioisotope power systems for deep space missioreach vibration test was one minute, with the exception
since about 1990 This work grew out of earlier of the qualification tests which lasted three minutes.
Stirling efforts conducted for DOE for a Stirling

automotive engine and for the NASA Civil Space 1 I
Technology Initiative (CSTI) to develop Stirling for a Qualification
nuclear power system to provide electrical power for & 12.3 Grms
lunar or Mars base (part of the SP-100 progran & NA —
NASA GRC also provided technical management fc & £/ 8IS = Flight
DOE for the Advanced Stirling Conversion Syster & / V] Aceeptance

. . - . s} )4 n; [\ | 8.7Grms
(ASCS) terrestrial dish Stirling project. Overall, NASA = 7 Workmanshif
GRC has been developing Stirling technologies since 00t 72 6.8 Grms 2
the mid-1970’s. " ——— \

Modified Workmanship
. - . 6.8 Grms

Systems using Stirling convertors are being analyzed by oo ———————r
NASA GRC for other space applications in addition to 10 100 1000 10000
Stirling radioisotope power for deep space missions. Frequency (Hz)
These include solar dynamic power systems for space-
based raddrand as a deep space alternative to the Figure 2. Random vibration test levels.

radioisotope systeffi lunar/Mars bases and rovers, and
a combined electrical power and cooling system for &he TDC mounted in the vibration test fixture is shown
Venus lander. in figures 3 and 4. The TDC was operated at full power
and full stroke during each test. Power output was
Convertor Characterization in Launch Environment recorded as each test proceeded. Sine sweeps were
performed before and after each major test to try to
Following initial development of the TDC, the detect any changes in structural integrity that might
performance goals of electric power output andoccur. Reference$™ discuss the results of these tests
conversion efficiency had been demonstrated. Masis more detail.
was projected for a flight version of the TDC that was
acceptable for the integrated spacecraft power systeriihe objectives of the test plan were met and exceeded.
It was also shown that the TDC was based ormhe TDC was exposed to significant vibration levels
technologies that were capable of leading to long lifeand durations, beyond those anticipated at launch, and
and reliability. Although these capabilities might be continued to operate through all tests without problem.
demonstrated analytically and in laboratory tests, it wa3he most severe test was the JPL qualification test at
unclear what the effect would be on the convertor wher12.3 Grms for three minutes in both the lateral and axial
subject to the anticipated launch vibration. directions. As a comparison, the RTGs used for Galileo,
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Ulysses, and Cassini missions were tested to 7.7 Grntg the piston/linear alternator and the displacer might
laterally and 6.1 Grms axially. contact stationary support surfaces. It was anticipated
that this would happen and appropriate materials and
coatings were used on the surfaces that would come
into contact. Contact would result in some friction that

reduces the electric power output. Third, the friction

acting on the moving parts could disrupt the tuned

dynamics of the free-piston Stirling convertor and thus

alter the thermodynamic cycle producing the power.

The extent to which these three mechanisms existed,
and the possibility of other loss mechanisms has not
been studied.

Workmanship Flight/Qual

. N Lateral Axial Lateral Axial
Figure 3. The TDC V|br_at|on test at the NASA Pre-Test 54 o1 7 01
GRC Structural Dynamics Lab. 12 dB 3 2 52 33
-6 dB 53 54 50 54

-3dB 51 54 45 55

0 48 55 38 54
Post-Test 54 54 57 54

Table 1. Average power output (watts) during
Workmanship and Flight/Qual random vibration tests.

During the random vibration tests in the axial direction,
there was no measurable change in the average power
output. At the highest levels of axial vibration, there
was a slight, irregular tapping sound coming from the
Figure 4. The TDC mounted in the vibration convertor that sounded like metal-to-metal contact. In
test fixture. anticipation of possible over stroke during these tests,
teflon bumpers were incorporated in the piston/linear
The TDC was operated at full piston stroke andalternator mover of the TDC to prevent damage. The
produced power through all of the tests. During thedisplacer had no such bumper system and therefore was
lateral vibration tests, the average power output diccapable of metal-to-metal contact. No instrumentation
vary somewhat, with power output being reduced as theneasured this effect so it is unclear which component
vibration level increased. At the completion of eachproduced the sound.
lateral test, the operation returned to the pre-test
condition. Table 1 summarizes the average powelt is worth noting that the TDC passed not just one, but
output of the TDC during the vibration tests. At thea series of severe tests. The workmanship test was
conclusion of the Flight/Qual test in the lateral performed twice, once each in the lateral and axial
direction, the TDC produced in excess of the 54-Wedirections.  The flight/qualification test was then
starting condition due to residual heat that accumulategerformed twice, once each in the lateral and axial
in the head during the vibration test. After a fewdirections. Before and after each major test, a sine
minutes, the power output did return to the 54-Wesweep was performed to try to detect structural changes
starting condition. in the hardware; approximately 6 sine sweeps were
performed. Thus, the total vibration exposure was far
The reduced power output can be attributed to severddeyond what would be expected at launch. Also, the
factors. First, during lateral vibration tests, the non-data from the sine sweeps indicated no structural
contacting close clearance seals for the power pistorchange as a result of the random vibration tests.
the displacer, and the displacer rod would be operating
at time varying clearances. A piston operatingFollowing successful completion of the vibration tests,
coaxially in a bore produces the lowest leakagethe TDC was operated for over 35 hours at full power
condition, therefore any deviation from coaxial to accumulate more than 1@ycles on the hardware.
operation would increase the leakage. Second, as thier the experience of STC, successful completion of
lateral vibration increased in intensity, the moving partsLl0’ cycles is an indication that the flexures have the
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ability for essentially infinite life. This criteria is The EMI/EMC laboratory at GRC was selected as the
consistent with the views of the flexure-based Stirlingsite for the assessment. Two operational TDCs and the
cryocooler industry as an indication of long life. Noneeded support equipment were installed in the
anomalies were detected during the 35 hours oEMI/EMC lab. Initial tests were run with the TDCs

operation. The TDC was subsequently disassemblecbnfigured in the alternator-to-alternator configuration

and inspected at STC with representatives present froas shown in figure 1. Later in the test sequence, the
Lockheed Martin Astronautics (LMA), Valley Forge, configuration was changed so that the TDCs were
PA, and GRC. It was concluded that no wear ottested in a hot-end to hot-end configuration as shown in
damage was found that could be attributed to thdigure 5. It should be noted that the TDCs were never

recently completed vibration tests. optimized to reduce EMC, and further that there was no
attempt to minimize loop area or clock the TDCs
Convertor EMI/EMC Characterization relative to one another for this particular test, nor to

provide any shielding in the TDC.
For use as a power system on future NASA science
missions, a Stirling radioisotope power system will be
required to meet electromagnetic interference and
electromagnetic compatibility (EMI/EMC)
specifications.  Similar to the situation with the
vibration loads, there was no EMI/EMC specification
applied to the TDC during the initial design.

A team of experts from JPL, GRC and LMA were
convened for this assessment. The purpose was to
characterize the radiated electromagnetic fields to
determine whether the TDC is electromagnetically
technology requirements.  The tests performed are  gm/EMC Laboratory.

outlined in table 2. If the measured levels were found

to exceed the specifications, the assessment was also q h q h c Id h
viewed as an initial opportunity to assess the levels thgtased on the test data, the TDCs would meet the

could be achieved in the future and what techniques th@lquwemgnts for m|SS|0n§ such ?j Europ?j Orzbltesr ?nd
might entail. One of the main concerns was that th& uto Kuiper Express, but would exceed the Solar

X2000 radiated emissions requirements used for thi5"OPe magEetic fti)eld requiLements (éjriven hby the
evaluation are up to 100 dB more stringent than th&Cience package) by up to about 100 dB at the 80 Hz

commonlv used MIL-STD-461 requirements. operating frequency. The elgctr_ic field _emissions
y g exceeded the Solar Probe electric field requirements by

about 60 dB, but further testing showed that these
emissions were primarily being radiated by the
interconnecting cable and were reduced by 30 dB with
RE04 AC Magnetics, 50 Hz - 150 kHz, larger loop antehna minimal effort. Harmonic content was largely a
at 3 positions from 25 cmto 1 m function of the current waveform which is expected to
be near sinusoidal with few harmonics in the flight unit.

REO AC Magnetic Emissions, 50 Hz - 150 kHz, 13.3 cn|1
loop antenna at 4 antenna positions from 12.5cmto 1 m

Search coil measurements, 25 cm and 1 m (3 axis)

REO2 Electric Field Emissions, 50 Hz - 150 kHz, and It was the conclusion that significant improvement in
14kHz-1GHzatlm magnetic field emissions are available by optimizing
CEO1 test, measured at TDC interface for information wiring layout and providing counter-loops when
only, not a spec necessary. It was also concluded that it is possible to

- use the TDC for science missions with plasma
Characterized controller voltage and current waveformg experiments; however, care would need to be taken to

Magnetic Field Emissions test using partial mumetal minimize current loops and magnetic shielding would
shields over the alternators also be required.
Table 2. EMI/EMC tests performed on the TDC. Heater Head Life Assessment

Heater head life is a critical element for achieving the
100,000+ hour life of the convertor. NASA GRC
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materials and structures personnel have developed an Linear Alternator Finite Element Analyses
approach to characterize the long-term durability of the
heater head using relatively short-term extrapolatiorLightweight linear alternators with high efficiency are a
methods. A similar assessment was previouslykey to obtaining the potential of the Stirling convertor
completed for a 12.5-kWe Stirling convertor as part offor the radioisotope power system. NASA GRC has
the NASA CSTI efforts for SP-16® Life prediction been developing finite element analyses (FEA) tools for
models will be selected, and an independent thermaderforming various linear alternator analyses, including
and structural FEA completed. The IN718 heater heathermal and electromagnetic analyses and evaluating
material in the final process condition that will be useddesign configurations. A three-dimensional magnet-
in the convertor will be characterized for creepostatic model of the TDC linear alternator has been
(<20,000 hours), low cycle fatigue, thermal, and tensiledeveloped using Ansoft's Maxwell 3D finite element
data. Structural benchmark testing will also be donemethod softwarg.
consisting of accelerated life tests on prototypical
heater heads. Results of this testing and the IN718 key thermal analysis was first completed. The cold-
material tests will be used to calibrate and validate thend of the convertor is expected to operate in the range
life prediction model. This calibrated model will then of 80-120°C. The higher temperatures of this range
be used to project the heater head lifetime. Successfabuld be marginal for the use of NdFeB magnets.
completion of these efforts is expected to give highHowever, it was recognized by LMA, one of the DOE
confidence in the ability of the heater head to meet theontractors analyzing system designs, that the convertor
operational life requirements. pressure vessel will also act as a radiator. A model was
developed by NASA GRC that included the linear
To date, life prediction models have been identifiedalternator, pressure vessel, piston, and radiator.
and the heater head FEA model completed. CreeBoundary conditions and inputs included a 120°C
testing has been initiated for the IN718 heater headonvertor cold-end temperature, radiation sink
material. A high temperature, high pressure test systetemperature of -40°C, full power output of 55 We from
has been designed and is now being assembled for thige convertor with an 85% efficient linear alternator,
heater head accelerated life tests. This will apply botla surface conductance between adjacent parts of
temperature gradients and pressure conditions based 681 W/°C-cr, and an emissivity of 0.91 with an
those in the actual convertor. Elevated pressure and/@bsorptivity/emissivity ratio of 1.0 for the radiation heat
temperature conditions will be used to accelerate th&ansfer. An average magnet temperature of 73°C was
testing. obtained from the analysis. This is expected to be
conservative as the model did not include any
A study was completed to investigate the possibleonvection heat transfer from the helium inside the
depletion of chromium from the IN718 by the long- convertor pressure vessel. This calculated magnet
term, high-temperature exposure to the vacuum ofemperature is readily in the typical operating range of
space. Chromium depletion would decrease materididFeB magnets, and this calculation resolved concerns
creep resistance and strength. A model was set up angler the magnet selection. The calculated linear
then characterized and verified by accelerated aginglternator temperature levels are also key inputs to the
tests on IN718. This model was then used to predict thgelection of radiation-hard organic materials for use in
chromium loss after 100,000 hours at the 650°C hot-enthe alternator (see section on lonizing Radiation
temperature. The final results showed negligibleSurvivability Assessment).
chromium loss at these conditions.

Electromagnetic calculations of the TDC linear
An evaluation of the joining methods used in thealternator open circuit voltage have also been recently
convertor is also being conducted. Ciritical joints will completed and compared to the value measured by STC
be thermally aged and microstructurally investigatedat room temperatuté The NASA GRC model
This will include, in particular, the critical close-out calculated 98.0 Vrms at 23°C while STC measured
hermetic seal. A test setup to evaluate the hermetic se@f.0 Vrms. Dynamic circuit simulation software
has been designed. The organic materials in theapable of working with Maxwell 3D is expected soon;
convertor are being reviewed for any compatibility andthis will allow complete simulations under load.
outgassing concerns; these efforts are also supporting
the selection of radiation-hard organics (see section ohhis FEA tool should be useful for evaluating both
lonizing Radiation Survivability Assessment). linear alternator performance and design variations. A
future task is planned to evaluate a lightweight linear
alternator concept that has been previously tested by
STC and had performance shortfalls. The FEA will be
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used to evaluate the alternator flux profiles andoperating temperatures for the Stirling convertor, it can
identify potential design modifications with STC to be seen from the two figures that the NdFeB magnets
improve performance. provide higher strength but lower demagnetization
resistance.
Permanent Magnet Aging Tests

NdFeB permanent magnets are used in the TDC linear 137

alternators. Magnet choice is dependent on the final 1.2

convertor cold-end temperature chosen based on systen +

analyses (now expected to be between 80 and 120°C), ¢ 1.1 —

magnet  temperature  calculations  (preliminary T 1

calculations indicate that the magnet operating 8 . —e
temperature is about 70-80°C — see previous section), é 0.9 1 |—e—nNdFeB

and the safety margin necessary to prevent 0.8 || —*smaco17

demagnetization. Characterization testing of |

appropriate NdFeB magnets will first be done using an 0.7 ‘ — ; ; ;
existing test rig shown in figure 6 that was developed 0 50 100 150 200 250 300
for testing SmCo magnets during the previous NASA

CSTI research for SP-180 Selected NdFeB magnets Temperature, C

will then be put on short-term and long-term aging tests
at operating temperature and in a demagnetizing field to
quantify any potential magnet degradation with time

and temperature. Such degradation could affect both
the remanent magnetization and the demagnetization
resistance. 40

Figure 7. Comparison of magnet remanence vs.
temperature for NdFeB and SmCo magnets.

*~_ —®— NdFeB ||
—&—Sm2Co17

S~

w
o

=
o

Intrinsic Coercivity mHc,
kOe
N
o

0 50 100 150 200 250 300
Temperature, C

Figure 6. Magnet characterization test Figure 8. Comparison of magnet intrinsic coercivity
rig. vs. temperature for NdFeB and SmCo magnets.

The characterization testing of 9 NdFeB magnet type8ased on the NdFeB characterization tests, several
from 3 different manufacturers has been mostlyNdFeB magnet types will be selected for short-term
completed. B-H curves for two different samples ofmagnet aging tests. A magnet aging rig has been
each magnet type were measured over a range designed and fabricated by KJS Associates Inc.,
temperatures from room temperature to 150°Cindianapolis, IN and will soon be installed at NASA
Comparisons between one of the better (for thilGRC. This test rig will allow up to 10 magnet samples
application) NdFeB magnet types and one of the betten be tested at once in an inert gas. The inert gas will
SmyCoy; magnet types tested previously are shown irprevent oxidation effects from occurring over the test
figures 7 and 8. Figure 7 compares the magnegperiod and influencing the results. In actual operation,
remanence, a measure of magnet strength, over a rante magnets are located in the helium environment of
of temperatures. It can be seen that the crossover poitite convertor. The samples will be maintained at a
in magnet strength between the NdFeB and SmCo iselected temperature and with a fixed DC
around 190°C. Figure 8 compares the intrinsicdemagnetizing field applied. This demagnetizing field
coercivity, a measure of demagnetization resistanceyill be chosen based on the maximum demagnetizing
over a range of temperatures. At the expected magnéeld that the magnets see in operation.
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Preliminary  short-term aging tests have beerthermodynamically independent convertdrs These
completed using the magnet characterization rig. Threeonvertors are shown on test at STC in figure 9. STC
NdFeB magnet types have been tested for about 10fas also used these convertors for developing the
hours at 120°C and in a 6-kOe demagnetizing field. N@&daptive Vibration Reduction System under a further
measurable change in magnet characteristics wefdASA Phase Il SBIR*. These 350-We convertors as
found after these tests. Further short-term aging testsell as the second pair of TDCs will be used by NASA
with the aging test rig may be run at higher GRC for controls technology development, including
temperatures. Either one or two NdFeB magnet typesome further developments of the SBIR technologies.
will then be chosen for the long-term aging tests. It is
planned to run the long-term tests for a minimum of  |onizing Radiation Survivability Assessment
12,000 hours. Magnet samples will be periodically
removed from the test rig to quantify the rate of agingfFuture missions for a Stirling radioisotope power
These results will then be used to project magneystem include a possible mission to the Jupiter moon
characteristics over the 6-15 year mission lifetimes. Europa_ The Europa radiation environment is harsh,
and this ionizing radiation around Jupiter is much more

In-House Testing of 350-We Convertors severe than that produced by the GPHS radioisotope
and 55-We TDCs heat source.

An inThouse Stirling_test facility is currently being ag part of a DOE/NASA assessment of the Stirling
established for testing both 350-We and 55-Wegchnology, NASA GRC evaluated the radiation effects
convertors. Four 55-We TDCs are now being built byyn the organic materials in the Stirling conveftor
STC for NASA GRC. These_ will essentially be the_Experts were also consulted from JPL, LMA, and
same as the TDCs tested previously by STC. One maifeneral Electric, Schenectady, NY. The total expected
difference is that they will incorporate radiation-hardjsnizing dose inside the convertor was estimated at 4
organic materials for the piston bearings and bumpergirRAD considering the intrinsic shielding provided by
and in the linear alternator (see next section). Thehe pressure vessel. Each organic material used in the
TDCs will be arranged in opposed pairs in a hot-end tG5;irjing convertor was identified. These included piston
hotiend co_nflguratlon; this cpnﬁguratlon was Usedbearing coatings, piston bumpers, and alternator
during previous EMI/EMC testing at NASA GRC and gghesives and electrical insulations. Each separate
is shown in figure 5. material was evaluated for acceptability, and new
i organic materials were recommended where necessary.
The TDC convertors are expected to be used first foggih STC and vendors of the organic materials were
independent  performance verification and furthercongyited as to the satisfactory functional use of the
launch environment testing. They will also serve as ecommended materials. STC completed functional
functional test bed for demonstrating the radiation-harqagts ag required for some of the materials under

organics. consideration.

In each case, a satisfactory radiation-hard organic has
been identified. @ These materials are now being
incorporated into the TDC convertors that STC is
currently building for NASA GRC. The testing of these
convertors will verify the functionality for each of the
modified organics.

Failure Modes and Effects Analysis

An independent reliability assessment of the TDC was
performed at GRC. The assessment included two tasks.
The first task was to develop a Failure Modes and
Effects Analysis (FMEA). This analysis was intended
Figure 9. Two opposed 350-We convertors on test at to address the Stirling convertor, but not the radiator,
STC. controller, structural interface, and GPHS modules and
housing, which were all viewed to be part of the system
Two 350-We convertors will be delivered to NASA and beyond the envelope of the TDC. The second task
GRC that were built under the NASA Phase Il SBIRwas to develop a life and reliability model using all
that developed the synchronous connection for twavailable test data that were deemed relevant. The
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ultimate purpose of this second task was to determinpipe and non-heat pipe radiator concepts using both
if a flight version of the TDC was capable of state-of-the-art and advanced high thermal conductivity
completing a 14-year mission. materials®. The heat pipe concepts were based on an
earlier Orbital Sciences system concept shown in figure
An FMEA was performed for the TDC looking at the 10; see referencé§*’ for later Orbital Sciences system
component level. This analysis included all phases oflesigns. The non-heat pipe concept that was evaluated
the TDC operational life starting when the fueled GPHSvas developed by NASA GRC and is shown in figure
modules are loaded into the system through thd1l. This concept uses solid disks and eliminates any
completion of the mission. Following this, a top level concerns with heat pipe reliability, such as sensitivity to
FMEA was generated to determine if there were anynicrometeoroid damage.
failures in external systems that would cause a critical
failure in the TDC. GPHS Modules

Radiator

Based on the results from the component level FMEA,
a Critical Items List (CIL) was generated. A critical 155
item was defined as an item whose failure would AT
prevent the TDC from producing power at or near the
full capacity. A failure that shuts down the TDC but
allows a restart was not considered a critical failure. A
total of 14 components were identified on the CIL, as

Heat Pipe

Stirling
Convertors

shown in table 3. Figure 10. Orbital Sciences Corporation system
concent®.
1 | Hermetic closure, pressure vessel
2 | Hermetic closure, piston housing
3 | Hermetic closure, electric feed throughs GPHS
4 | Aft bearing support spider Modules
5 | Heater head assembly
6 | Over stroke protection bumper
7 | Over stroke protection bumper stops Stirling
8 | Linear alternator stator permanent magnets Convertors
9 | Linear alternator stator insulation
10 Lmear alternator mover assembly Radiators
11 | Displacer flexures
12 | Piston flexures
13 | Flexure stack fasteners Figure 11. Non-heat pipe radiator concept.
14 | Linear alternator stator laminations

Table 3. TDC Critical Items List. For the heat pipe concepts, layouts using heat pipes
located optimally for performance and radiator size
were compared with layouts with the heat pipe fixed at

To evaluate the potential for long life, a life and the radial location of the convertor cooler (which was

reliability analysis was performed on each of the itemsassumed to be easier to fabricate). The non-heat pipe

identified on the CIL. A number of sources of radiators use thermal conduction through solid disks
information were used, including test data, materialamounted perpendicular to the convertor axis of motion.
data, and component design data. The conclusion wddat, tapered, and parabolic surfaces were considered
that there was sufficient relevant data and that all of théor the solid disks. Both two- and four-convertor
design issues were well understood and could bsystem designs were evaluated for both heat pipe and
managed within the current quality practices of thenon-heat pipe concepts.

aerospace industry.

Materials considered for the radiator fins included
Parametric Study of Radiator Concepts aluminum, beryllium, carbon composite, and thermal
pyrolitic graphite (TPG). TPG is an advanced high-

Orbital Sciences Corporatitit’, Germantown, MD, thermal conductivity material and is not an available

and LMA®™ have provided system analyses for DOE.radiator technology at this time. The TPG must be

As part of the Interagency Agreement with DOE, encapsulated within another material to provide

NASA GRC has contributed a parametric study of heastrength. TPG encapsulants considered in the study

NASA/TM—2000-210246 8



were aluminum, beryllium, and carbon composite. Aconcluded that no technical barriers exist and that the
Z-93 radiator surface coating with high emissivity andStirling convertor is ready for the next step towards
low absorptivity was assumed for the study. developing the Stirling technology into a radioisotope
power system for future NASA deep space missions. A
These conceptual radiator evaluations were done with BOE procurement solicitation for a system integrator
dedicated radiator analysis tool, GPHRAD, recentlyfor this Stirling radioisotope power system has since
developed at NASA GRE GPHRAD is a finite been released.
difference computational code developed for the
analysis and design of circular sector radiators. INASA GRC is playing a key role in the overall
includes a novel subroutine to determine equilibriumdevelopment of the Stirling convertor for this
space sink temperatures anywhere within the Solagpplication. As part of the NASA GRC in-house
Systen?. This takes into account the radiator surfacesupporting technology project, four key tasks of the
characteristics, view factor to space, distance from thgachnology assessment were completed. These were
sun and any planets, and on-board heat generation.  the demonstration of the Stirling convertor operation
under launch environments, convertor EMI/EMC
For a nominal 105-We power system with two oppose@&haracterization, ~survivability assessment of the
Stirling  convertors and a convertor cold-endconvertor organic materials in a high-radiation
temperature of 120°C, total radiator mass was found tgnyironment, and failure modes and effects analysis.
be as low as 1.75 kg for a non-heat pipe concept and &$irther in-house tasks are providing life assessments
low as 2.17 kg for a heat pipe concept. As the layoutfor the heater head and permanent magnets, an
went from the more complex (heat pipe radiators withndependent performance verification for the convertor,
heat pipes requiring a number of bends) to the simpleg joining evaluation, and FEA analyses of the linear
(simple disks and no heat pipes), the benefits of usingiternator. These NASA GRC efforts are moving along
the advanced high thermal conductivity TPG increased:apidly with a number of significant accomplishments
However, designs with aluminum, beryllium, andin the first year of the project. In addition, Stirling
carbon composites were also found to be attractive iﬂachnology expertise is provided to DOE as part of a
terms of mass and thermal performance for eackpace Act Agreement. Under this Space Act

potential layout. The best non-heat pipe designs hav&greement, a parametric study of radiator concepts was
outer radii that are 2/3 as large as the best designs usiggo completed.

heat pipes; however, these best non-heat pipe designs
require the use of TPG fins. In general, maximum

temperature differences across the radiator were References
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